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ABSTRACT

Knowledge of ice conditions on important aircraft lift and control surfaces is critical for safe operation.
These conditions can be determined with conventional ice-detection sensors, but these sensors are

often expensive, require elaborate installation procedures, and interrupt the airflow. A micromachined,
silicon-based, flush-mounted sensor which generates no internal heat has been designed, batch
fabricated, packaged, and tested. The sensor is capable of distinguishing between an ice-covered and
a clean surface. It employs a bulk micromachined wafer with a 7ktm-thick, boron-doped, silicon

diaphragm which serves as one plate of a parallel-plate capacitor. This is bonded to a second silicon
wafer which contains the fixed electrodes -- one to drive the diaphragm by application of a voltage,

the other to measure the deflection by a change in capacitance. The diaphragm sizes ranged from
lxlmm to 3x3mm, and the gap between parallel-plate capacitors is 2_tm. A 200V d.c. was applied to
the driving electrode which caused the capacitance to increase approximately 0.6pf -- from a nominal
capacitance of 0.6pf -- when the surface was ice free. After the sensor was cooled below the freezing
point of water, the same voltage range was applied to the drive electrode. The capacitance increased
by the same amount. Then a drop of water was placed over the diaphragm and allowed to freeze. This
created an approximately 2mm-thick ice layer. The applied 200V d.c. produced no change in
capacitance, confirming that the diaphragm was locked to the ice layer. Since the sensor uses
capacitive actuation, it uses very little power and is an ideal candidate for inclusion in a wireless

sensing system.
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1. INTRODUCTION

Since the first aircraft flights during winter, icing has been recognized as a potentially dangerous

phenomenon. Numerous aircraft accidents have occurred due to icing, and ice detection must occur
before ice removal. In the air, icing is caused by super-cooled water droplets in clouds, which are in a
metastable condition. The droplets follow trajectories which will either strike the surface, or will be

carried away from it. When the aircraft encounters these droplets, they may either suddenly change
phase upon impact, or may flow back as a thin film of water and collect into droplets due to surface
tension. The droplets may be swept off the surface by aerodynamic forces or freeze. The temperature

range normally associated with icing is from -40 to 0 C.

Various technologies have been used to detect ice. For a detailed account of these detection
techniques and other icing-related issues consult the FAA handbook, l Microwave and other electro-
mechanical techniques have been used for both point and area detection. 25 Vibrating probes and
diaphragms which change characteristics when ice covered have been used for point dection. 6'7

2. SENSOR DESIGN

A schematic, cross-sectional view of the ice-detection sensor is shown in Fig. 1. There are

two aluminum electrodes patterned on the Pyrex wafer and located under the diaphragm. The outside
electrode is used to sense diaphragm deflection upon applied voltage to the drive, or inner, electrode.
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Thereisasilicondiaphragmbondedto thePyrexsubstratewhichactsasathirdelectrode,
electricallyisolatedfromthetwoaluminumelectrodes.By keepingthediaphragmataconstant
potentialandapplyinga voltageonthedriveelectrode,anattractiveforcewill beinducedbetween
thetwo,causingthediaphragmtodeflecttowardthesubstrate.Thisdeflectionwill causeanincrease
in capacitancebetweenthesensingelectrodeandthediaphragm.Althoughnotshownin thefigure,
air-releasechannelsareincludedbetweenthesealedregionunderthediaphragmandtheedgeof the
chip.Thisallowsthepressureunderneaththediaphragmto equalizewiththeambientairoutsidethe
diaphragm,andallowsreductionof airdampingonthemembraneif analternatingvoltagewereused
to drivethediaphragm.Thesensorisdesignedto operatewithad.c.voltage;thesizeandthicknessof
thediaphragmaresuchthatresonanceoroscillatorymotionareprecluded.(Thougharesonant
diaphragmwouldallowmeasurementof variousicethicknessesbydetectionof thechangein resonant
frequency.Thisoperatingmodeiscurrentlyunderinvestigationandwill bereportedonina
subsequentpaper.)

Diaphragm

i ii!iii i!ii
Pyrex glass _ boron etch stop aluminum

Figure 1: Sensor schematic cross section.

The capacitance and actuation voltages necessary to deflect the diaphragm depend strongly
on the distance between the diaphragm and electrodes, and also on the diaphragm area. A larger
diaphragm has a larger capacitance and requires a smaller actuation voltage, but is mechanically less
robust and is also more sensitive to fluctuations in air pressure. Typical diaphragm dimensions are
lmm by lmm square, 7p,m thick, suspended 2_m above the electrodes. These dimensions yield a
nominal capacitance of approximately 0.6pf between the diaphragm and either electrode. The
electrodes have equal areas. The sensor is designed to operate with a 5 to 20V d.c. signal applied to
the drive electrode. This should yield a capacitance change of a fraction of a picofarad. See Fig. 2 for
a plan view SEM picture of the electrodes.

Three contact pads are provided per die (though only the two which provide electrical
connections to the electrodes under the diaphragm can be seen in Fig. 2). The third contact pad
provides electrical connection to the silicon substrate. The contact to the silicon substrate is through
an aluminum line that crosses over the shallow etch step in the glass wafer and is then sandwiched
between the glass and silicon wafer. Since the surface of the silicon wafer is doped very heavily with
boron, the aluminum contact to the silicon will be ohmic. Each contact pad has an area of
250x250gm. The contact pads are exposed through windows etched in the silicon wafer.
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Figure 2: Plan view of aluminum electrodes.

Five diaphragm sizes - lxl, lx2, lx3, 2x2, and 3x3mm -- were included on the mask layout.
For each diaphragm size, the area of the two concentric electrodes under the diaphragm was equal,
and each electrode has approximately one-half the area of the diaphragm. Thus, the electrode area,

and not the diaphragm area, determines the electrode-to-diaphragm-capacitance magnitude. Two
variations in the positioning of the channel through which the connections to the electrodes under the
diaphragm are made were included. This was done to investigate the change in deflection for each
type since the maximum stress location for a rectangular diaphragm with fixed edges is at the middle
of each side. (See Fig. 9 in the results section, which shows the von-Mises strain computed from the
FEA.) In the case that the channel connects the diaphragm area with the bonding pad area through the
middle region of one of the diaphragm sides, the diaphragm mechanical response is expected to
deviate more from the all-sides-fixed model than in the case when the channel is at the corner of one
of the sides.

The deflection of the diaphragm with applied voltage can be estimated by assuming the

diaphragm and electrodes form a pair of parallel-plate capacitors. The capacitance for such a
configuration is given by

C=eA/x, (1)

where E is the dielectric of the material between the plates, A is the plate area, and x is the gap

between plates. For a lxlmm diaphragm suspended 2_m above the electrodes, in air, the nominal
capacitance is 0.6pf.* The capacitance change due to a change in gap spacing becomes

=- _-_-Ax. (AC 2)
x _

This equation relates the capacitance change to diaphragm deflection, Ax. For a square plate
clamped at the edges, the uniform pressure for a given maximum deflection is given by

p = -4.5E(L) 4 --Z_Xmax, (3)
a t

which assumes no residual stress exists in the plate, s In this equation, t is the diaphragm thickness, a

is one-half the diaphragm edge lentgth, p is pressure, and E is Young's Modulus. Solving the above

equation for AXmax gives

tp a 4
_aCmaX =-- 4--._(t) . (4)

For a voltage-driven plate, the pressure (load) is due to the applied voltage. For a parallel-plate
capacitor the pressure for a given voltage is given by

t This assumes the drive and sense electrodes each occupy one-half the area of the diaphragm.
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Substituting this relation into the equation for maximum plate deflection gives

(5)

Et a 4 2
- (T) v. ( 6)

This equation is used to verify the ANSYS FEA by comparing it with the center deflection computed
by the model. For a square, silicon diaphragm in air of the dimensions given above, the center
deflection becomes

Axm_ = 2.8x10 -I° V 2(m). (7)

An ANSYS finite-element model of this diaphragm is shown in Fig. 3. This model uses an
array of 20x20x3, 8-node solid elements. In the FEA, a quarter of the diaphragm is modeled; symmetry
boundary conditions are applied on two edges; and the other two edges have all their degrees-of-
freedom fixed. To verify the FEA results, a pressure (see Eq. 5) corresponding to a 10V d.c. signal was
applied to an electrode assumed to be equal in area to the entire diaphragm. Equation 7 yields a
maximum deflection of 0.028_tm. The FEA model computed a center deflection of 0.026_tm. This is a
good agreement and lends confidence to the FEA results where the actual electrode patterns are used
to load the diaphragm.

20x20x3 elements

lmm x lmm plate
7Fro thick

fixed

boundary

symmetry

boundary

fixed

boundary

Figure 3: FEA grid.

3. SENSOR FABRICATION

The sensor is fabricated using anodic bonding between silicon and Pyrex glass. The two
wafers are bonded together such that the drive and sense electrodes are underneath the diaphragm..
The fabrication process requires two masks associated with two photolithography steps. Starting with
the glass substrate, the first mask is used to pattern a shallow recess area which will eventually form
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the air gap between diaphragm and substrate and the access passages for aluminum interconnections.
Standard (positive resist) lithography and an HF-based solution are used to create the recessed areas.
Next, aluminum is deposited on the glass substrate by sputtering. The aluminum film is approximately
0.31xm thick. The aluminum is patterned with the second mask, using standard lithography and a wet
aluminum etch.

The starting silicon wafer is oxidized thermally to grow a 1 I.tm-thick layer. The starting
silicon wafer is (100), moderately doped n-type, double-sided polished, with a <100> major flat.
Oxide on one surface is protected with hard-baked photoresist and the oxide on the opposite surface is
removed in buffered HF. Next, the wafer is diffused with boron to create a boron etch stop layer, on
the side with no oxide, with a thickness around 7_tm. The boron-doped glass is removed in buffered

HF.

The silicon wafer is electrostatically bonded to the glass wafer. The bonding step only

requires good global alignment of the two wafers. The wafers are then etched in KOH, leaving behind
the boron etch stop. The metal pads are sealed by the boron etch stop membrane. The pads are

exposed by simply breaking away their corresponding diaphragms with a small vacuum probe. A cross-
sectional SEM picture of the sensor is shown in Fig. 4. This figure shows both the diaphragm region
and the region containing the passage for the aluminum interconnects for the electrodes.

! !ii i !iil !!!i!! ! iii!il/ii!i!i!iil  i!i!ii!ili!i!.... ii iiii¸¸

_ _:!_i_,::_ i ,.

Figure 4: Sensor cross section.

After fabrication, the wafers were diced and each sensor was bonded to a ceramic substrate.
Four sensors were mounted on each substrate. Wires were then bonded between gold leads on the

substrate and the sensor's bonding pads. The wire bond locations were protected from mechanical
loads and the icing environment by sealing them with epoxy. This epoxy also sealed the interconnect
passage running under the diaphragm from the outside environment. This is necessary to prevent water
or moisture from seeping in under the diaphragm or around the aluminum interconnects. Since water
has an electrical dielectric which is approximately seventy times higher than air, care must be taken

during testing so that moisture is prevented from accumulating on the connection points and causing
erroneous data. The bonding of the silicon sensor to the ceramic substrate was done above room

temperature. This caused a differential expansion between the silicon sensor and ceramic substrate
which left a residual compression stress in the diaphragm, when the package was allowed to cool.
This stress caused diaphragm buckling during some experiments. Often, the diaphragm would behave

predictably the first time a voltage was applied, only to buckle at some higher voltage. Still other
sensors behaved poorly from the start. In either case, it is clear that sensor packaging should be done

carefully to avoid inducing more residual stress.

4. EXPERIMENTAL TESTING

The sensor was tested in the laboratory both with and without ice. The ceramic substrate,

which contained four sensors, was placed on top of a block of frozen CO 2 and allowed to cool.

Before ice was formed on the diaphragm, the sensor was tested to make sure the diaphragm was free
to move. Then a drop of water was placed on the diaphragm. This drop froze within a few seconds. A

photograph of the sensor covered by ice is shown in Fig. 5. The ice was approximately 2mm thick.
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Figure 5: Ice-covered sensor.

A d.c. voltage was applied to the drive electrode through a large-magnitude resistor -
typically 100 K ohms. The sense electrode was connected to the input of a frequency-modulated (FM)
oscillator circuit which was used to measure the capacitance change. The FM oscillator has a
nominal carrier frequency of 48MHz. The unit contains the FM oscillator, electronics and a signal
conditioner. The signal conditioner demodulates the oscillator output. Capacitance change is
registered as a change in the frequency of the demodulator. The oscillator frequency increases with
increasing capacitance between diaphragm and sense electrode. See Fig. 6 for a circuit diagram.

]
:C (drive) __ C (sense)

i

Sensor
..............................................

+

FM oscillator

Figure 6: Circuit diagram for capacitance measurement.
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Thecapacitancelookingintotheterminalscanbethoughtof asthesumof thecapacitanceof the
probealoneandthecapacitanceintroducedbythesensor.Thetotalcapacitanceasafunctionof
appliedvoltageis

C(v) = Co+ Cb(v), (

where C Ois the nominal circuit capacitance and C b (v) is the capacitance of the sensor. An important

aspect of FM-oscillator design is the frequency of oscillation. The oscillating frequency without

applied voltage, that is, when C(O) = C O + C b (0), is defined as the carrier frequency f_, or

1 Illl
f_ = "2"_'_'_/LC(O)' ( 9 )

where Lis the inductance of the inductor in the oscillator. The nominal frequency with zero applied

voltage, fc, is used to compute the nominal value of LC(O). The nominal capacitance, Cb(0),

must be measured separately. The applied voltage causes a small change in the carder frequency,

defined as the frequency deviation Arc, found from

Arc = -[Cb(V) --Cb(O)] 4_(0) C7(0) (10)

Rearranging gives the capacitance change as

Cb (v) - Cb(O ) = 4_AfcC(0),_--_, (11)

which expresses the basic relationship between the capacitance change, as reflected in Cb(v) and

the quantities Afc, L, and C(0). These quantities can then be used to compute the capacitance

change for any applied voltage.

5. RESULTS

All of the experimental and theoretical results apply to a sensor with a diaphragm of lxlmm

area, 71.tm -thick, suspended 2_m above the electrodes. Results were obtained both with and without
ice. No attempt was made to detect ice thickness, and the goal was to yield either an ice or no-ice

signal. No data were obtained with other ice thicknesses or temperatures.
1.2.

t_

t.)

De Voltage (volts)

Figure 7: Capacitance change versus voltage.
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Figure7 showscapacitancechangeversus applied voltage for the experiment both with and
without ice and for the ANSYS FEA without ice. In the FEA model a pressure, corresponding to a
given voltage according to Eq. 5, was applied to the model over an area corresponding to the drive
electrode (a 0.5x0.5mm area at the center of the diaphragm). The figure applies to a diaphragm
without ice. There was no measurable difference in capacitance change between a room-temperature
and cooled sensor when there was no ice covering the diaphragm. In the experiment, the capacitance
change was measured directly by the signal-processing circuit; the capacitance change for the FEA
was computed by numerically integrating the equation for capacitance change (Eq. 2) over the area
represented by the sense electrode, i.e., that area outside of the 0.5x0.5mm area representing the drive
electrode. The experimental capacitance change was approximately 60% less than the FEA. This
difference is expected since the FEA doesn't consider residual stress or buckling. The maximum
deflection from the FEA is 0.0641am. Figure 9 shows the computed von-Mises strain. It shows
maximum strain at the center of each edge and minimum strain at the comers.

plate deflection m}

m 0.064

ii_:.i!_;i._i_0.047

::: 0.021
0.007

::L;:': 0.000
III

Figure 8: Diaphragm deflection.
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yon Mises strain

ii 0.17 e -7

0.16 e -6
_:: 0.3:3 e-5

_;_,_,_ 0.49 e -5
ii=_=::_:0.65 e -5

_ 0.73 e -5

Figure 9: von-Mises strain.

When the sensor is covered by a 2mm-thick layer of ice, the applied voltage yields no diaphragm
deflection as measured by the capacitance sensing circuit. Thus, the sensor is able to distinguish
between ice and no ice.

6. CONCLUSION

The paper presents results which prove that a micromachined sensor using a silicon
diaphragm suspended over a pair of electrodes used to drive and sense diaphragm deflection can be
used to detect ice. The current batch of sensors could not be made to resonate because of packaging

techniques and high residual stress levels which often led to diaphragm buckling. The current design
has a diaphragm thickness which is also too thick for the diaphragm area to allow resonance. No data
were taken with various ice thicknesses and ice temperatures. These data will be presented in a
forthcoming paper which will include results from a new sensor design. The new design will also
better protect the interconnects from the icing environment. This wasn't a problem in the current test
since the sensor was operated in the ice or no-ice mode and the capacitance changes were easy to
detect. But a sensor designed to measure ice thickness must not be sensitive to water or ice on the
interconnects.
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